
Supplementary Fig. 2. View of the structure looking down the c axis showing

the directly analogous packing in the isomorphous crystals [space group Pbcn, Z = 4]

of cyclic thioether (I).



Supplementary Fig. 2. View of the structure looking down the c axis showing

the directly analogous packing in the isomorphous crystals [space group Pbcn, Z = 4]

of sulfone (II).


