
Table 1: reflections of the AgCoO2 phase with their intensities as measured by PED and 
deteriorated by calculating the mean value in each reflection group. 

h k l
Measured 
Intensities

Deteriorated 
intensities

Strong
0 0 4 2458.07 1706.7
0 1 6 1431.05 1706.7
1 1 0 1230.78 1706.7

Medium

0 0 8 1172.39 757.56
0 1 2 1138.78 757.56
0 1 1 1094.65 757.56
0 0 6 1011.37 757.56
0 1 5 935.67 757.56
1 1 4 933.14 757.56
0 1 3 841.46 757.56
0 1 10 805.67 757.56
0 1 4 768.42 757.56
0 1 7 748.03 757.56
0 1 9 738.13 757.56
0 2 6 714.93 757.56
0 3 0 709.63 757.56
0 1 8 670.45 757.56
0 0 12 627.79 757.56
0 2 7 598.5 757.56
0 2 5 578.89 757.56
0 2 1 571.96 757.56
1 1 6 571.06 757.56
0 1 12 569.75 757.56
0 1 0 556.16 757.56
1 2 6 508.01 757.56
0 2 3 500.06 757.56

weak

0 1 11 458.2 341.26
0 2 0 457.01 341.26
0 2 4 443.02 341.26
0 2 2 426.35 341.26
1 2 1 411.8 341.26
0 0 14 406.31 341.26
1 1 2 371.3 341.26
1 2 5 337.45 341.26
1 2 2 315.39 341.26
1 2 4 242.34 341.26
1 2 3 241.52 341.26
0 3 3 210.13 341.26
1 2 0 117.24 341.26


