
Complete Table 3: reflections of the Mn2O3 phase with their intensities as measured by PED 
and deteriorated by calculating the mean value in each reflection group.

h k l
Measured 
Intensities

Deteriorated 
intensities

strong

0 4 4 4112.26 1992
2 2 2 3934.47 1992
2 2 6 2457.08 1992
0 0 4 2199.32 1992
4 4 4 1537.95 1992
0 0 8 1517.73 1992
1 5 4 1167.72 1992
2 3 3 1076.2 1992
2 6 6 965.54 1992
1 3 4 951.74 1992

medium

1 2 7 938.42 464.64
1 4 3 896.67 464.64
0 2 8 868.78 464.64
0 4 8 867.22 464.64
1 6 3 768.55 464.64
0 8 8 701.93 464.64
0 8 4 624.48 464.64
0 6 4 613.52 464.64
1 1 8 611.71 464.64
3 6 7 587.76 464.64
4 5 5 545.7 464.64
2 2 10 541.29 464.64
1 1 6 530.94 464.64
0 6 2 507.2 464.64
1 1 2 506.57 464.64
1 3 6 485.33 464.64
2 4 10 480.88 464.64
4 4 8 465.66 464.64
0 10 4 464.87 464.64
6 6 6 450.48 464.64
2 8 6 443.75 464.64
0 4 10 419.55 464.64
4 6 8 389.14 464.64
1 5 2 361.17 464.64
3 6 5 342.56 464.64
0 0 6 332.06 464.64
0 8 2 323.87 464.64
3 3 4 300.98 464.64
0 0 2 292.01 464.64
0 2 10 290.19 464.64
3 3 8 285.1 464.64
3 7 6 280.78 464.64
5 5 6 276.41 464.64
2 2 8 271.02 464.64
3 5 6 260.14 464.64
0 10 2 257.83 464.64
6 7 7 252.54 464.64
2 3 5 250.92 464.64
2 7 3 248.94 464.64
3 9 4 248.77 464.64

Weak 1 2 5 231.73 115.41
0 2 2 228.03 115.41



1 2 3 226.47 115.41
1 9 6 225.43 115.41
0 6 8 218.34 115.41
1 3 2 217.57 115.41
0 10 6 205.64 115.41
0 4 2 194.34 115.41
2 6 10 190.59 115.41
0 0 10 185.97 115.41
2 7 7 182.68 115.41
2 10 6 173.25 115.41
2 4 6 168.05 115.41
3 5 10 161.37 115.41
2 11 3 161.24 115.41
4 6 6 157.99 115.41
2 3 7 155.68 115.41
1 5 8 155.65 115.41
2 4 4 155.17 115.41
2 2 4 151.84 115.41
3 4 9 143.53 115.41
0 2 4 142.74 115.41
3 8 7 138.65 115.41
5 6 7 136.24 115.41
1 7 4 133.81 115.41
5 5 8 129.22 115.41
1 1 10 127.16 115.41
2 6 4 125.53 115.41
4 4 10 125.05 115.41
2 4 8 124.22 115.41
2 6 8 123.98 115.41
1 4 7 121.47 115.41
3 7 8 120.58 115.41
1 1 4 119.83 115.41
1 10 3 113.88 115.41
2 3 11 110.33 115.41
4 7 5 109.12 115.41
0 2 6 108.82 115.41
3 3 10 107.25 115.41
1 6 9 105.54 115.41
2 10 4 103.3 115.41
3 4 5 103.29 115.41
2 5 9 99.89 115.41
1 8 3 97.94 115.41
1 10 5 97.07 115.41
2 3 9 96.79 115.41
4 7 7 92.79 115.41
1 2 9 91.98 115.41
2 8 4 89.76 115.41
4 4 6 89.51 115.41
4 5 7 89.06 115.41
0 4 6 84.51 115.41
2 5 5 82.3 115.41
0 6 6 82.23 115.41
5 7 6 79.63 115.41
3 3 6 79.11 115.41
1 11 2 77.54 115.41
6 6 8 76.69 115.41
3 5 4 68.46 115.41
2 8 8 65.35 115.41



1 4 11 62.6 115.41
3 9 6 62.36 115.41
3 6 9 59.19 115.41
1 3 8 58.13 115.41
1 4 9 57.56 115.41
4 8 6 57.42 115.41
2 9 3 56.09 115.41
1 3 10 54.19 115.41
2 9 5 47.47 115.41
2 5 3 46.91 115.41
3 10 5 45.59 115.41
1 9 4 44.24 115.41
1 11 4 44.03 115.41
1 7 2 43.63 115.41
1 9 2 41.4 115.41
1 8 5 29.45 115.41


