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22-0052> (NH4)2Fe2(OH)4(CO3)2!H2O - Ammonium Iron Carbonate Hydroxide Hydrate
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[mcma136.rd] 20306-66-2 yellow (40,30,zbc,tape) JAK
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22-0006> Al4H2(SO4)7!24H2O - Aluminum Hydrogen Sulfate Hydrate

72-0981> Cr4H2(SO4)7(H2O)24 - Chromium Hydrogen Sulfate Hydrate
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[PAK02.MDI] TXC Alky2 seal oil, acetone-washed grey powder (45,30) JAK
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01-1210> MgCl2!4H2O - Magnesium Chloride Hydrate

27-1402> Silicon, syn - Si
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[arzo20a.rd] 12751-78 SUPPORT + SI (40,30,PCARB) JAK
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* = impurity

polycarbonate window
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03-0675> BaSnO3 - Barium Tin Oxide

01-0947> MgCl2!H2O - Magnesium Chloride Hydrate
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[mice07.rd] 15520-123 W/PCARB. (45,35) MNK

window
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