
Pressure 
[GPa]

a [Å] b [Å] c [Å] β [°] V [Å3] V/V0

α-K2Co2(MoO4)3

0.0001 7.0093(1) 8.9624(2) 19.9977(4) 108.247(2) 1193.09(4) 1.00000(7)
0.56(5) 6.9962(6) 8.875(3) 19.843(1) 108.117(7) 1171.0(4) 0.9815(4)
1.02(5) 6.9885(5) 8.802(3) 19.743(2) 108.015(8) 1155.0(4) 0.9681(4)
1.60(5) 6.9784(6) 8.734(3) 19.674(2) 107.937(9) 1140.8(4) 0.9562(4)
2.18(5) 6.9656(6) 8.652(3) 19.586(2) 107.883(9) 1123.3(4) 0.9415(4)
2.69(5) 6.9595(5) 8.586(3) 19.526(2) 107.812(9) 1110.8(4) 0.9310(4)
4.9(1) 6.920(3) 8.36(1) 19.27(4) 107.7(1) 1062.1(8) 0.8902(7)
6.3(1) 6.9096(5) 8.217(6) 19.153(2) 107.657(8) 1036.2(8) 0.8685(7)

K2Co2Mo3O12-II
6.0(1) 13.6147(9) 7.7915(8) 19.170(3) 104.521(9) 1968.5(4) 0.8254(2)
7.1(1) 13.577(2) 7.735(1) 19.035(4) 104.41(2) 1936.2(6) 0.8114(3)
9.3(1) 13.5237(8) 7.6440(4) 18.850(1) 104.260(6) 1888.6(2) 0.7915(1)

 11.7(1) 13.4619(9) 7.540(5) 18.656(1) 104.090(6) 1837(1) 0.7698(4)
High-pressure data of α-K2Co2(MoO4)3 and K2Co2Mo3O12-II.


