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All 111 intermetallic compounds containing AB2X37 clusters

Compound CRYSTMET/ICSD Code Compound CRYSTMET/ICSD Code

cF184 cI162
Al20CeCr2 107751 (ICSD) (Al5.81Mg11Zn11)5.81 57968 (ICSD)
Al20Cr2Er 104794 (ICSD) Mg2Zn3.2Ga 165210 (CRYSTMET)
Al41V4 108772 (ICSD) Mg32(Ag13Al36) 55636 (ICSD)
CeMo1.47Al20.53 101394 (CRYSTMET) Na1.5Au2Si 122632 (CRYSTMET)
CeTi2Al20 101393 (CRYSTMET) Na1.733Au2.66Ge 122633 (CRYSTMET)
CeCo2Al20 57562 (ICSD) Na2.5Au3.25Sn 122634 (CRYSTMET)
CeMn2(Al5.3Zn14.7) 416910 (ICSD) Na26Au40Ge15 AL7317 (CRYSTMET)
CeMn2(In4.7Zn15.3) 416918 (ICSD) Na52Au81.2Si28.8 AL7316 (CRYSTMET)
DyMn2(Al4.7Zn15.3) 416911 (ICSD) Na60.04Au77.96Sn24 AL7318 (CRYSTMET)
DyMn2(In4.7Zn15.3) 416919 (ICSD) cF464
DyRh2Zn20 152113 (ICSD) Cd23.77Ga56.23Na35 106361 (ICSD)
DyRu2Zn20 152111 (ICSD) Cu24Ga52.67Mg35.07 170465 (ICSD)
ErMn2(Al3.6Zn16.4) 416912 (ICSD) Li18Cu5In4Ga31 101106 (CRYSTMET)
ErMn2(In2.8Zn17.2) 416920 (ICSD) Mg35.12Cu24Ga53.57 170464 (ICSD)
EuTa2Al19 181019 (CRYSTMET) Na36Ag7Ga73 400093 (ICSD)
EuTa2Al19.74 54445 (ICSD) tP34
Fe1.97Nb1.026Zn20 411976 (ICSD) Sb9V6.39Zr1.61 408567 (ICSD)
GdCo2Zn20 152112 (ICSD) Ti8Bi9 182380T (CRYSTMET)
GdMn2(Al5Zn15) 416913 (ICSD) V14.92Sb18 79686 (ICSD)
GdMn2(In5.6Zn14.4) 416921 (ICSD) Zr1.8V6.2Sb9 408566 (ICSD)
HfRu2Zn20 189344 (CRYSTMET) Zr2V6Sb9 455938 (CRYSTMET)
NbCo2Zn20 189346 (CRYSTMET) mC50
NbFe2Zn20 189345 (CRYSTMET) Mg2.3Ir2.7 414044 (ICSD)
NdMn2(Al4.8Zn15.2) 416914 (ICSD) V20Co17.1Si12.9 AL0215 (CRYSTMET)
NdMn2(In4.5Zn15.5) 416922 (ICSD) hR159
PrMn2(In5Zn15) 416923 (ICSD) Mg23Al30 137636 (CRYSTMET)
ReBe22 150540 (ICSD) Co0.442Cr0.176Mo0.382 102320 (ICSD)
SmCr2Al20 165118 (CRYSTMET) oC344
SmV2Al20 165116 (CRYSTMET) Na15In27 3038 (CRYSTMET)
SmMn2(Al4.9Zn15.1) 416915 (ICSD) Na15In27.54 101252 (CRYSTMET)
SmMn2(In5.9Zn14.1) 416924 (ICSD) oP52
TbCr2Al20 165119 (CRYSTMET) Nb24Ni23.4 Al4.6 AL1167 (CRYSTMET)
TbV2Al20 165117 (CRYSTMET) Nb6Ni5.25Al1.75 130444 (CRYSTMET)
TbFe2Zn20 152109 (ICSD) oP74
Tm1.14Ni2Zn19.86 152114 (ICSD) Nb28Ni33.5Sb12.5 450263 (CRYSTMET)
UV2Al20 188100 (CRYSTMET) Mn32.92Co29.58Si11.5 130053 (CRYSTMET)
UFe1.9Zn20.1 54464 (ICSD) tP906
YRu2Zn20 453574 (CRYSTMET) Al12.33Li5.79 107778 (CRYSTMET)
YbMn2(Al5.3Zn14.7) 416916 (ICSD) Al12.96Zn1.9Li6.05 104910 (ICSD)
YbMn2(In5.5Zn14.5) 416925 (ICSD) cF488
YMn2(Al3.9Zn16.1) 416909 (ICSD) Li13Na29Ba19 416631 (ICSD)
YMn2(In5.5Zn14.5) 416917 (ICSD) cP157
ZrZn22 457705 (CRYSTMET) K49Tl108 370032 (ICSD)
cI160 cF1192
(Mg1.125Na0.5Al0.375)(Al0.875Zn2.125) 150118 (ICSD) Cd1.89Na1.11 102030 (ICSD)
Al5.6CuLi2.9 107551 (ICSD) hP57
Al88.7Cu19.3Li52 57690 (ICSD) Gd3Pt4In12 450852 (CRYSTMET)
Cd20.09Na13Pb6.91 240011 (ICSD) hP238
LiCuSi 122630 (CRYSTMET) K39In80 471066 (CRYSTMET)
Li13Cu6Ga21 58814 (CRYSTMET) hR441
Li13Ni9Si18 AL7315 (CRYSTMET) Cd58.34Na49Sn37.69 240010 (ICSD)
Li5Ni4Si7 122631 (CRYSTMET) hR53
Li52Cu56.88Si51.12 AL7314 (CRYSTMET) Mn44.1Si8.9 AL6803 (CRYSTMET)
Mg1.73Zn2.06Al1.09 192490 (CRYSTMET) mC90
Mg1.73Zn2.46Al0.69 192487 (CRYSTMET) K6CdPb8 410552 (ICSD)
Mg1.75Zn1.76Al1.34 192491 (CRYSTMET) mC110
Mg1.75Zn1.8Al1.31 192488 (CRYSTMET) Mg4Zn7 457103 (CRYSTMET)
Mg1.76Zn1.34Al1.76 192492 (CRYSTMET) mP86
Mg1.76Zn1.46Al1.65 192489 (CRYSTMET) Ta1.108Al 245112 (ICSD)
Na0.37Mg0.63Zn1.31Al0.77 101432 (CRYSTMET) oC1088
Na13Cd20Pb7 452761 (CRYSTMET) Mg402.29Zn685.71 412350 (ICSD)
Na13(Cd18.06Tl8.94) 98977 (ICSD) oP26
Na13(Cd19.25Tl7.75) 98976 (ICSD) Th6Cd7 131011 (CRYSTMET)



Na13(Cd20.42Tl6.58) 98975 (ICSD) oP56
MoNi AL1173 (CRYSTMET)
oP100
Au11In6Na8 107435 (ICSD)
oP248
K18Na5In39 3083 (CRYSTMET)
oP758
Na172Ni2In197 457733 (CRYSTMET)
tP226
In11.76Na7 106858 (ICSD)


