Supporting information

GISAXS and TOF-GISANS studies on surface and depth
morphology of self-organized TiO, nanotube arrays — model anode material
in Li-ion batteries

Neelima Paul, Jassen Brumbarov, Amitesh Paul, Ying Chen, Jean-Francois Moulin, Peter
Miller-Buschbaum, Julia Kunze-Liebhduser and Ralph Gilles

Content:
Cyclic voltammogram

150
100
50

(a) — lstcycle
----2nd cycle

-100
-150
-200
-250

_300 1 1 1 1 1 1 1
0.0 0.5 1.0 15 2.0 25 3.0

E vs. Li/Li" [V]

o
< 50
£ -100 |
~ as0 |
-200 |
-250 |
_300 1 1 1 1 1 1 1 1 1 1 1 1 1
00 05 10 15 20 25 30
150
5 (b) —— 1st cycle
100 |- ;- -- 2nd cycle
50 |
- of
(@]
< 50+
E

Figure S1: Cyclic voltammograms for (a) TNT-bare and (b) TNT-Si.



