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Fig. S1. A perspective showing the atom-numbering scheme of compound 1. Displacement ellipsoids are 

drawn at the 50% probability level. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. S2. A perspective showing the atom-numbering scheme of compound 2. Displacement ellipsoids are 

drawn at the 50% probability level. 

 

 

 

 

 

 

 

 

 

 

  



Acta Cryst. (2020). C76,  doi:10.1107/S2053229620000637        Supporting information, sup-2 

Fig. S3. The excitation spectrum of compound 1. 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. S4. The CIE chromaticity diagram of 1 and 2. 
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Fig. S5. The decay curve of compound 1. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. S6. The luminescence spectrum of ligand H3bidc. 

 

 


