
 

Figure 1. A comparison of the infra-red spectra of poly(4-vinylpyridine), [butane-2,3-dione bis(4-

methylthiosemicarbazonato)]zinc(II) and [butane-2,3-dione bis(4-methylthiosemicarbazonato)]zinc(II) on 

poly(4-vinylpyridine). The red boxes highlight the similar peaks between poly(4-vinylpyridine) and [butane-2,3-

dione bis(4-methylthiosemicarbazonato)]zinc(II)on poly(4-vinylpyridine). The purple boxes highlight the similar 

peaks between [butane-2,3-dione bis(4-methylthiosemicarbazonato)]zinc(II) and [butane-2,3-dione bis(4-

methylthiosemicarbazonato)]zinc(II) on poly(4-vinylpyridine). 



Figure 2. A comparison of the Raman spectra of poly(4-vinylpyridine) (green), and [butane-2,3-dione bis(4-

methylthiosemicarbazonato)]zinc(II) (blue) and and [butane-2,3-dione bis(4-

methylthiosemicarbazonato)]zinc(II) on poly(4-vinylpyridine) (red).  

 


