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Figure S1
FT-IR spectrum of the title compound
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Figure S2

The solid-state diffuse reflectance spectrum of the title compound
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Figure S3
The powder XRD patterns of the title compound
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Figure S4

TGA curve of the title compound
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Figure S5

The solid-state PL emission spectra of the title compound and the free ligands at room
temperature



