
Sample vol% Plastic energy Elastic energy Total indentation Elastic recovery

TiO2 Wp (pJ) Wel (pJ) energy Wtot (pJ) Wel/Wtot

S1 0 13.0(2) 10.0(1) 23.0(1) 0.4363(41)

S2 2 11.3(3) 8.3(2) 19.6(4) 0.42347(128)

S3 4 12.5(2) 8.2(2) 20.7(3) 0.39614(110)

S4 9 11.7(3) 9.1(1) 20.8(1) 0.4362(86)

S5 16 13.5(3) 10.3(1) 23.8(1) 0.4327(71)

S6 24 21.8(12) 9.1(5) 30.9(12) 0.2937(208)

S7 30 27.0(8) 10.4(2) 37.4(8) 0.2773(81)

S8 44 26.2(10) 12.2(6) 38.4(19) 0.3173(181)

Table S1. Additional mechanical properties of the hybrid NFC/TiO2 films
obtained from nanoindentation experiments. Parentheses indicate the standard

deviation in the last digits.
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